
JSC 2219-T87 Fracture Test Data
Fracture Toughness Kr vs da
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JSC 2219-T87 M(T) Panel Data
1A: W=20", thk=.19"0

2A: W=20", thk=.19"1

3B: W=10", thk=.19"2

3C: W=10", thk=.19"3

3D: W=10", thk=.19"4

3E: W=10", thk=.19"5

3F: W=4", thk=.19"6

3G: W=4", thk=.19"7

3H: W=4", thk=.19";

2J: W=10", thk=.08"9

2K: W=10", thk=.08":

2L: W=10", thk=.08";
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